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VOC Content Test Certificate

Wednesday, 24" August 2016

OHS & Environmental Care

Manufacturer: Construction Chemicals Pty Ltd (49-57 Davis Street, Wingfield, SA, 5013).
Sample Description: Epecrete
Date Tested: August 2016 (Tested by FORAY Laboratories — NATA Accreditation 1231)

Test Method: ASTM D3960 “Standard Practice for Determining Volatile Organic Compound
(VOC) Content of Paints and Related Coatings”
Test Data:

Sustainability

Specification

Green Building Council of Australia
Green Star Design & As Built V1.1 13.1.1 EPECRETE
Green Star Interiors V1.1 12.1.1B

Acoustic sealants, architectural sealants,
waterproofing membranes and sealants, fire i

P g <1 gram per Litre as VOC content
retardant sealants and adhesives : per material

250 grams per Litre as VOC content per material
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